
AAA Hauling Recycling Center 

@MICROBAC" 
Fayetteville Division 

\ 

Certificate of Analysis 

Date Reported: 03/11/15 
Mr. Kenny Hardin Project: Soil I Concrete Samples - AAA Transfer Station Date Received: 02/26/15 
1171 S.EastemBlvd. Date Sampled: 02/26/15 
Fayetteville NC, 28306 Sampled By: Client 

·-. 
Crushed Concrete Sample, Composite 

K5B0873-01 

Analytc Result Units Analyzed Analyzed By Method Qualifier 

Analyzed by: Mlcrobac Laboratories, Inc. - Chicagoland 

TCLPMetals 

Arsenic <0.0100 mg/L 03/03/15 15:55 SA 13 !l/6010B 

Barium <0.500 mg/L 03/03/15 15:55 SA 1311/60108 

Cadmium <0.00200 mg/L 03/03/15 15:55 SA. 1311/60108 

Chromiun1 0.0186 mg/L 03/03/15 15:55 SA 1311/60108 

Lead <0.00750 mg/L 03/03/15 15:55 SA 1311/6010B 

Seleniutn <0.0300 mg/L 03/03/15 15:55 SA 13 !l/6010B 

Silver <0.0100 mg/L 03/03/15 15:55 SA 1311/60108 

TCLPMetals 

Mercury <0.0010 mg/L 03/04/15 11 :07 SA 1311/7470A 

:;:_---_,__ 

' 
Misc. Dirt, Composite 

K5B0873-02 

Analytc Result Units Analyzed Analyzed By Method Qualifier 

Analyzed by: Microbac Laboratories, Inc. - Chicagoland 

TCLPMetals 

Arsenic <0.0100 mg/L 03/03/15 16: 10 SA 1311/60108 

Barium <0.500 mg/L 03/03/15 16:10 SA 1311/60108 

Cadmium 0.00220 mg/L 03/03/15 16:10 SA 1311/60108 

Chromium 0.00570 mg/L 03/03/15 16:10 SA 1311/6010B 

Lead 0.00820 mg/L 03/03/15 16:10 SA 1311/60108 

Selenium 0.0310 mg/L 03/03/15 16:10 SA 1311/60108 

Silver <0.0100 mg/L 03/03/15 16:10 SA 1311/60108 

TCLPMetals 

Mercury <0.0010 mg/L 03/04/15 ) 1:11 SA 131 l/7470A 

Microbac Laboratories, Inc. l@-Uml 
2592 Hope Mills Road I Fayetteville, NC 283061910.864.1920p1910.864.8774 f I www.mlcrobac.com 
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