COAL COMBUSTION BYPRODUCT
STRUCTURAL FILL

| LANDOWNER’S STATEMENT OF CONSENT

Reuse Technology, Inc. hereby acknowledges and consents to the use of coal combustion
byproducts as structural fill material upon its property. As more than one thousand
(1,000) cubic yards of coal combustion byproducts are utilized on this property, ReUse
Technology, Inc. agrees to file a statement of the volume and locations of the coal
combustion byproducts with the Register of Déeds in Nash County accordance with the
requirements of 15A NCAC 13B .1707.

Property Location: On the east side of Highway 301 immediately north of Swift
Creek.

Name: Robert J. Waldrop

Title: Vice President

Signature: %6%//*4”* “%g%;a—'

Date: : 12/ Jour
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ATLANTIC ENVIRONMENTAL LABORATORY, INC.
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K.QR. Elmendorf

Analytical Testing - Serving Industry, '5?%;33?
Government. Real Bstate. Research and Development
825 GROVE RD,, SUITE 14, MIDLOTHIAN, VIRQIMNIA 23113
(804) 3780900 FAX (804) 378-7718
January 24, 2001
Dr. Paul Chu REUSE TECHNOLOEY INC
A&L Eastem Agricultural Laberatories, Inc. TOM SNOW
7621 Whitepine Rd. 101 FOUNTAIN PARK RD
Richmond, Virginia 23237 ROCKY MOUNT, NC 27802
Re: TCLP Metals of Ash Sample No, A&L 40214 COGENTRIX ROCKY MT. - RMTFA-1
Samples Received: January 17, 2001 SR
Extraction Date: January 18, 19, 2001 NS
Method: SW-846-1311 . P 1
‘ "'».‘, @/'
CERTIFICATE OF ANALYSIS Ao oot
R A A —: HE}& 59‘.‘,‘/&;’.'4?? (I
AEL TCLP Result Regulatory Date \
Sample ID Metals (mg/L) Concentration Analyzed - -Analyst
7070 Arsenic <0.10 5.amg/l 01/23/01 KE
Barium - <0.10 100.0 mg/l. 01/23/01 - KE
Cadmium <0.10 1.0 mg/L 01/23/01 KE
Chromium <010 5.0 mg/L 01/23/01 KE
Lead <0.10 5.0 mg. 01/23/01 KE
Mereury < 0.01 0.2 mg/l, 01/23/01 KE
Selenium <0.10 1.0 mg/L 01/23/01 KE
Silver <0.10 5.0 mg/l. , 01/23/01 KE
mg/L = milligrams per liter " I hereby certify that this TCLP anglysis

is representative of the coal combustion
by-products produced by the Cogentrix
Cogeneration faeility in Battleboro,
North Carom J

Signed:

Manager, Analytical Services

JAN 29 200
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ATLANTIC ENVIRONMENTAL LABORATORY, INC.

" Analytical Testing - Serving Industry, RO07-207
Qovernment, Real Estate, Research and Development 01/24/01
825 GROVE RD., SUITE 14, MIDLOTHIAN, VIRGINIA 23115
(804) 578-0900 FAX (804) 578-7719

January 24, 2001

Dr. Paul Chu REUSE TECHNQLOGY INC
A&L Eastern Agricultural Laboratories, Inc. TOM SKOW

7621 Whitepine Rd. 107 FOUNTAIN PARK RD
Richmend, Virginia 23237 ROCKY MOUNT NC 27802

Re: TCLP Metals of Ash Sample No. A&L 40211 COGENTRIX ROCKY MT - RHTBA-,T

Samples Received: January 17, 2001
Extraction Date: January 17, 18, 2001 s

Method: SW-846-1311 s 4[/7 A
Ky
- Qun {"@f‘ .
; L VS
CERTIFICATE OF ANALYSIS | T g
. N - Vo A
3 AEL TCLP Result Regulatory Date R
Sample ID Metals {my/L) Concentration Analyzed Analyst
7073 Arsenic <0.10, 5.0 mgL 01/23/01 KE
Bariurn <0.10 100.0 mg/L 01/22/01 KE
Cadmium <0.10 1.0 mg/L : 01/23/01 - KE
Chromium <010 5.0myglL 01/23/01 KE
Lead <010 5.0 mgh \ 01/23/01 KE
Mercury <0.01 0.2 mg/l. 01/23/01 KE
Selenium <0.10 1.0 mg/L 01/23/01 KE
Silver <0.10 5.0 mg/l. 01723/01 KE
mg/L = milligramns per liter I hereby certify that this TCLP analysis

is repregentative of the coal combustion
by-products produced by the Cogentrix
Cogeneration fac1lith[n Battlebnro,

Norcth Caroflina.
Signed: u

- AA e
HQ Ooe sty 7
K. R. Elmendorf
Manager, Analytical Services
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ATLANTIC ENVIRONMENTAL LABORATORY, INC.

N
\@ / Analytical Testing - Serving Industry, g‘l’%;%}
Governmient, Real Estate, Research and Development
8§25 QROVE KD., SUITE 14, MIDLOTHIAN, VIRQINIA 23113
(804) 578-0800 FAX (804) 378-7719

January 24, 2001

Dr. Paul Chu ;ggsgngﬁcmm_oer INC
icultural Laboratories, Inc.
A&L East_em_Agncu ral L es, Inc 101 FOUNTAIN FARK RD
7621 Whitepine Rd. ROCKY MOUNT, NC 27802
Richmond, Virginia 23237 : >
Re: TCLP Metals of Ash Sample No. A&L 40215 COGENTRIX ROEKY MT. - RMTSCR-1
Samples Received: January 17, 2001 L
Extraction Date: January 18, 19, 2001 Y, e
Method: SW-846-1311 S Yo 4Dy
T é%‘\ ﬂ
P ——— A ‘\ ’, t’ @{f
CERTIFICATE OF ANALYSIS | ey
. N a . \' .
}
-7 AEL TCLP Resuit Regulatory Date -
Sample ID Metals (mgaiL) Concentration Analyzed Analyst
7069 Arsenic <0.10 5.0 mg/l. 01/23/01 KE
Barium <0.10 100.0 mg/L 01/23/01 _KE
Cadmium <0.10 1.0mg/lL 01/23/01 KE
Chromium <0.10 5.0mglL 01/23/01 KE
Lead 0.16 5.0 mg/l. ' 01/23/01 KE
Mercury < 0,01 02 mg/. 01/23/01 KE
Selenium <0.10 1.0 mg/L 01/23/01 KE
Silver <0.10 5.0 mg/l. 01/23/01 KE
mg/l. = milligrams per [iter I hereby certify that this TCLP analgsis
is representative of the coal combustion
by-prodiicts produced by the Cogenrtrix
Cogeperation faeility in Battlebgro,
North Carolina CAAL‘
. Sigued:
/-KS. @a-dbf
K. R. Elmendorf
Manager, Analytical Services
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