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Project Name:   Project Location: Material Description:

Date 
Welder   

Initials

Machine   

Number
Date

Tester 

Initials

Result      

(P / F)

 Seam 

Number

3 - 6" Beads

2' x 2' patch

1

40 mil HDPE smooth

Locations / Comments

2' x 2' patch

MX-8 P

P

10-May JM

JM10-May

Weld Data Vacuum Test Data

Panel 

Number

5/10/08 RM MX-8 10-May

10-May JM

MX-8

Mid - America Lining Co.Mid - America Lining Co.Mid - America Lining Co.Mid - America Lining Co.

Wilkes County Lagoon

MX-8RM

REPAIR LOG

JM

5/10/08

5/10/08

5/10/08 RM

RM
2' x 5' patch

Wilkesboro, NC

P

P

12/00 - E.D.R.

Q.C. Initials:
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Project Name:

Date /      

Time

Ambient 

Temp.

Seamer   

Initials

Machine

Number

Barrel 

Temp.

Preheat 

Temp.

Wedge 

Temp.
(P / F)

5/10/2008 132 127 129 148 151 147

9:00 AM

Wilkesboro, NC

Extrusion Welds Fusion Welds

Speed 

Setting

40 mil HDPE smooth

                       TRIAL WELD LOG

                                                                            Mid - America Lining Co.                                                                            Mid - America Lining Co.                                                                            Mid - America Lining Co.                                                                            Mid - America Lining Co.

65 RM MX-8 350

Wilkes County Lagoon

Peel Values                                 

Lbs. / Inch

Shear Values                            

Lbs. / Inch

300 P

  Project Location: Material Description:

12/00 - E.D.R.

Q.C. Initials:




