zaven
AG SERVICES, INC.

2115 Hwy 55 West New Bern, NC 28562
February 10, 2012
Mr. Mike Scott,
Enclosed is the metals analysis from the coal ash from Alliance One in Wilson.

I will be waiting on your comments as to me being able to use it as a base for my composting
site.

Thanks,

Billy Dunham
Craven Ag Services, Inc.

~o



Accutest Laboratories Southeast, Inc.[ Feb 08, 2012 14:50 pm

Job Number: F89948
Account: Craven Ag Services, Inc |
Project: Alliance One; Wilson, NC
Project Number: CAA1
Legend:| Hit
Client Sampile ID: CAA1
Lab Sample ID: F89948-1
Date Sampled: 01/31/2012
Matrix: Soil
Metals Analysis
Arsenic mg/l <0.50
Barium mg/| <10
Cadmium mg/l <0.050
[Chromium mght | <0.10
Lead mght | <0.50
Mercury mg/t <0.010
Selenium mg/l <0.50
Silver mg/l <0.10
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Southeast

© " 02/08/12

Fechnical Report for

Craven Ag Services, Inc
Alliance One; Wilson, NC
CAA1l

Accutest Job Number: F89948

Sampling Date: 01/31/12

Report to:

Craven Ag Services, Inc
2115 Hwy 55 West
New Bern, NC 28562
cas71@suddenlink. net

Total number of pages in report: 20

arry Behzadi, Ph.D.

Test results contained within this data package meet the requirements "
Laboratory Director

of the National Environmental Laboratory Accreditation Conference
and/or state specific certification programs as applicable.

Client Service contact: Muna Meohammed 407-425-6700

Certifications: FL (E83510), LA (03051), KS (E-10327), IA (366), IL (200063), NC (573), NJ (FL002), SC (96038001)
DoD ELAP (L-A-B 1.2229), CA (04226CA), TX (T104704404), AK, AR, GA, KY, MA, NV, OK, UT, VA, WA, WI
This report shall not be reproduced, except in its entirety, without the written approval of Accutest Laboratories.

Test results relate only to samples analyzed.

Southeast ¢ 4405 Vineland Road * Suite C-15 » Orlando, FL 32811 » fel: 407-425-6700 « fax: 407-425-0707 + hitp://www.accutest.com

Accutest Laboratories is the sole authorit

y for authorizing edits or modifications to this
document, Unauthorized modification of this report is strictly prohibited.
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Accutest Laboratories

Sample Summary

Craven Ag Services, Inc
Job No: F89948

Alliance One; Wilson, NC
Project No: CAA1l
'Sample Collected Matrix Client
Number Date Time By  Received Code Type Sample ID
F89948-1 01/31/12 11:30 BT 02/01/12 SO  Seil CAAl

Soil samples reported on a dry weight basis unless otherwise indicated on result page.

a 30f20
BACCUTEST
80948




| Secion 2

- Southeast
WACCUTEST

LABORATORIE

Sample Results

Report of Analysis

| B 4 of 20
W@ ACCUTEST
F89948 LABORATORIES




Accutest Laboratories

Report of Analysis

it
k-

Page 1 of 1 m

Client Sample ID: CAAl
Lab Sample ID:  F89948-1 Date Sampled: 01/31/12
(Matrix:. SO - Seil Date Received: 02/01/12

Percent Solids: n/a
Project: Alliance One; Wilson, NC
Metals Analysis, TCLP Leachate SW846 1311
Analyte Result HW# MCL RL Units DF Prep Analyzed By Method Prep Method
Arsenic <0.50 D004 50 0.50 mg/l 1 02/07/12 02/07/12 DM  SW846 6010C 1 SW846 3010A 3
Barium <10 D005 100 10 mg/l 1 02/07/12 02/07/12 DM  SW846 6010C 1 SWs46 3010A 3
Cadmium <0.050 DG06 1.0 0.050 mg/l 1 02/07/12 02/07/12 DM  SW846 6010C } SW846 3010A 3
Chromium <0.10 D007 5.0 0.10 mgl 1 02/07/12 02/07/12 DM  SW846 6010C ! SW846 3010A 3
Lead <0.50 D008 5.0 0.50 mg!l 1 02/07/12 02/07/12 DM  SW846 6010C 1 SW846 3010A 3
Mercury <0.010 D009 0.20 0.010 mgl 1 02/08/12 02/08/12 LM  SWS846 7470A 2 SW846 7470A 4
Selenium <0.50 D010 1.0 050 mgl 1 02/07/12 02/07/12 DM  SW846 6010C 1 SW846 3010A 3
Silver <0.10 DO11 5.0 0.10 mgdl 1 02/07/12 02/07/12 DM SWs46 6010C 1 SW846 30104 3

(1) Instrument QC Batch: MA9567
(2) Instrument QC Batch: MA9568
(3) Prep QC Batch: MP22221
(4) Prep QC Batch: MP22222

RL = Reporting Limit

MCE = Maximum Contamination Level (40 CFR 261 6/96)

1 5 of 20
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Misc. Forms

Custody Documents and Other Forms

Includes the following where applicable:

* Certification Exceptions
* Certification Exceptions (NC)
= ‘Chain of Custody
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ACCUTEST LABORATORIES SAMPLE RECEIPT CONFIRMATION .
. .

ACCUIBSTSIOBNIMEL-A crenr; CRNEN AR SElegmcré _QMM Q‘)E

MMDIYYY 24:00} NIMBER OF COOLERS Rncmm_i____

. GREYHOUND OTHER
2t GGG e e
C_USTO;“YSEALNOT PRESENT OR NOT INTACT THERM ID ii C%CTOR'{’ O‘ 2/
a n

OF CUSTODY NOT “RECEIVED(COC) BSERVED TEMPS:
YSIS REQUESTED I8 UNCLEAR OR MISSING . 0 "TEMPS;

JSAMPLE DATES OR TIMES UNCLEAR OR MISSING Mmm_u

MISC. 110! ; % SOLIDS TAR NOT RECEIVED _
NUMBER OF ENCORES 7 25-GRAM S-GRAM 5033 FIELD KIT FROZEN WITHIN 48 HOUR'S
NUMBER OF 5035 FIELD XITS ?

NUMRBER OF LAB FILTERED METALS 7

{APPICABLE TO HPA 600 SERIES OR NORTH CAROLINA ORGANICS)

summARY OF comments:__NO MRTRT X LISTED . oN CoC. spmpies APZAR T pE Sa7y7 .

TECHNICIAN SIGNATURE/DATR 1 REVIEWER SIGNATURBIDM ////‘ms__-' 2-(v3

NF 12110 receipt confimnation 122910.xs

F89948: Chain of Custody
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Southeast , ':

LABORATORIE

Metals Analysis

€€ Data Summaries

Includes the following where applicable:

Method Blank Summaries

» Matrix Spike and Duplicate Summaries

Blank Spike and Lab Control Sample Summaries
* Serial Dilution Summaries

Section 4

a: 9 of 20
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BLANK RESULTS SUMMARY
Part 2 - Method Blanks

Login Number: F89948
Account: CASNCNB ~ Craven Ag Services, Inc
Project: Alliance One; Wilson, NC

QC Batch ID: MP22221 Methods: SW846 6010C

Matrix Type: LEACHATE Units: mg/1

Prep Date: 02/07/12 02/07/12
MB MB

Metal RL IDL MDL raw final raw final

Aluminum 0.20 .02 .025

Antimony 0.0060 .001 .002

Arsenic 0.050 .001 .002 -0.0013 <0.050 -0.011 <0.50

Barium 1.0 .001 .005 ~0.00010 <1.0 -0.0020 <10

Beryllium 0.0040 .0001 .001

Cadmium 0.0050 .0001 .001 0.0 <0.0050 -0.0010 <0.050

Calcium 1.0 .05 .1

Chromium 0.010 .001 .001 0.00080 <0.010 0.0010 <0.10

Cobalt 0.050 .001 .001

Copper 0.025 .001 .002

Iron 0.30 .034 .035

Lead 0.050 .001 .001 0.00010 <0.050 ~0.0020 <0.50

Magnesium 5.0 .05 .1

Manganese 0.015 .001 . 001

Molybdenum 0.050 .001 .002

Nickel 0.040 .001 .002

Potassium 10 .05 .5

Selenium 0.050 .002 .002 0.00010 <0.050 0.025 <0.50

Silver 0.010 .001 .001 -0.00010 <0.010 0.0020 <0.10

Sodium 10 .75 1.9

Strontium 0.010 .001 .001

Thallium 0.010 .001 .0019

Tin 0.050 .001 .001

Titanium 0.010 .0011 .002

Vanadium 0.050 .001 .001

Zinc 0.10 .001 .005

Associated samples MP22221: F89948-1

Results < IDL are shown as zero for calculation purposes
(*) Outside of QC limits
(anr) Analyte not requested

Page 1
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QC Batch ID:
Matrix Type:

Prep Date:

MpP22221
LEACHATE

MATRIX SPIKE AND DUPLICATE RESULTS SUMMARY

Login Number: F89948
Account: CASNCNB - Craven Ag Services, Inc
Project: Alliance One; Wilson, NC

Methods: SW846 6010C
Units: mg/l

02/07/12 02/07/12

Metal

F90040-1
Original DUP

QC F90040-1 Spikelot
RPD Limits Original MS MPFLICP1 % Rec

QcC
Limits

Aluminum
Antimony
Arsenic
Barium
Beryllium
Cadmium
Calcium
Chromium
Cobalt
Copper
Iron

Lead
Magnesium
Manganese
Mol ybdenum
Nickel
Potassium
Selenium
Silver
Sodium
Strontium
Thallium
Tin
Titanium
Vanadium

Zinc

Associated samples MP22221:

0.12 0.12

0.025 0.026

NC 0-20 0.0 20.4 20.0 102.0

0.0 0-20 0.12 20.9 20.0 103.9

3.9 0-20 0.02% 0.52 0.50 9%9.0

0.0 0-20 2.1 4.1 2.0 100.0

NC 0-20 0.0 20.3 20.0 101.5

NC 0-20 .0 0.51 0.50 102.0

F89948~1

Results < IDL are shown as zero for calculation purposes
(*) Outside of QC limits

(N) Matrix Spike Rec.

(anr) Analyte not requested

outside of QC limits

80-120

80-120

80-120

80-120

80~120

80-120

80-120

Page 1
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QC Batch ID:
Matrix Type:

Prep Date:

MP22221
LEACHATE

MATRIX SPIKE AND DUPLICATE RESULTS SUMMARY

Login Number:

F89948

Account: CASNCNB - Craven Ag Services,
Project: Alliance One; Wilson, NC

02/07/12

Methods:
Units:

Inc

SW846 6010C
mg/1

Metal

F90040~1

Original MSD

Spikelot
MPFLICP1

% Rec

MSD
RPD

Qc
Limit

I

Aluminum
Antimony
Arsenic
Barium
Beryllium
Cadmium
Calcium
Chromium
Cobalt
Copper
Iron

Lead
Magnesium
Manganese
Molybdenum
Nickel
Potassium
Selenium
Silverx
Sodium
Strontium
Thallium
Tin
Titanium
Vanadium

zinc

18.

20.

20.

.51

.50

Associated samples MP22221:

20.0

20.0

0.50

F89948-1

98.0

99.4

97.0

90.0

96.0

100.0

100.0

1.5

2.0

Results < IDL are shown as zero for calculation purposes

(*) Outside of QC limits
(N) Matrix Spike Rec. outside of QC limits

(anr) Analyte not requested

20

20

20

20

20

20

20

Page 2
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QC Batch ID:
Matrix Type:

Prep Date:

MP22221
LEACHATE

SPIKE BLANK AND LAB CONTROL SAMPLE SUMMARY

Login Number:

FB89948

Account: CASNCNB - Craven Ag Services, Inc
Project: Alliance One; Wilson, NC

02/07/12

Methods: SW846 6010C

Units: mg/l

02/07/12

Metal

BSP
Result

Spikelot QcC
MPFLICP1l % Rec Limits

BSP
Result

Spikelot
MPFLICP1 % Rec

QC
Limits

Aluminum
Antimony
Arsenic
Barium
Beryllium
Cadmium
Calcdum
Chromium
Cobalt
Copper
Iron

Lead
Magnesium
Manganese
Molybdenum
Nickel
Potassium
Selenium
Silver
Sodium
Strontium
Thallium
Tin
Titanium
Vanadium

Zinc

0.049

2.0 95.0° 80-120

2.0 100.0 80~120

0.050 100.0 80-120

0.20 100.0 80-120

0.50 94.0 80-120

2.0 95.0 80-120

0.050 98.0 80~120

Associated samples MP22221: F89948-1

20.4

21.0

0.51

2.1

20.3

0.52

Results < IDL are shown as zero for calculation purposes

(*) Outside of QC limits

(anr) Analyte not requested

20.0 102.0

20.0 105.0

0.50 102.0

2.0 105.0

20.0 101.5

0.50 104.0

80-120

80-120

80-120

80-120

80-120

80-120

80—120

Page 1
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SERIAL DILUTION RESULTS SUMMARY

Login Number: F89948
Account: CASNCNB - Craven Ag Services, Inc
Project: Alliance One; Wilson, NC

QC Batch ID: MP22221 Methods: SW846 6010C
Matrix Type: LEACHATE Units: ug/l

Prep Date: 02/07/12

F90040-1 Qc
|Metal Original SDL 1:5 $DIF Limits

Aluminum

Antimony

Arsenic 0.00 0.00 NC 0-10
Barium 12.1 10.9 8.9 0-10
Beryllium

Cadmium 2.50 2.10 16.0 (a) 0-10
Calcium

Chromium 211 187 11.4* (b) 0-10
Cobalt

Copper

Iron

Lead 89.8 75.86 15.8* (b) 0-10
Magnesium

Manganese

Molybdenum

Nickel

Potassiuam

Selenium 0.00 0.00 NC 0-10
Silver 0.00 0.00 NC 0-10
Sodium

Strontium

Thallium

Tin

Titanium

Vanadium

Zinc

Associated samples MP22221: F89948-1

Results < IDL are shown as zero for calculation purposes
(*) Outside of QC limits

{anr) Analyte not reguested

(a) Percent difference acceptable due to low initial sample concentration (< 50 times IDL).
(b) Serial dilution indicates possible matrix interference.

Page 1
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BLANK RESULTS SUMMARY
Part 2 - Method Blanks

Login Number: F89948
Account: CASNCNB ~ Craven Ag Services,
Project: Alliance One; Wilson, NC

Inc

QC Batch ID: MP22222 Methods: SW846 7470A

Matrix Type: LEACHATE Units: mg/l

Prep Date: 02/08/12 02/08/12 02/08/12
MB MB MB

Metal RL IDL MDL raw final raw final raw final

Mercury 0.0010 .000071 .00005 -0.000045<0.0010 ~0.000636 <0.010 -0.00035 <0.010

Associated samples MP22222: F89948-1

Results < IDL are shown as zero
(*) Outside of QC limits
(anr} Analyte not requested

for calculation purposes

Page 1
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QC Batch ID:

MP22222

MATRIX SPIKE AND DUPLICATE RESULTS SUMMARY

Login Number: F89948
Account: CASNCNB - Craven Ag Services,
Project: Alliance One; Wilson, NC

Inc

v

Results < IDL are shown as zero for calculation purposes
{*) Outside of QC iimits

{N) Matrix Spike Rec.

(anr) Analyte not requested

ountside of QC limits

Methods: SW84& 7470A
Matrix Type: LEACHATE Units: mg/l
Prep Date: 02/08/12 02/08/12
F89948~1 QC F89948-1 Spikelot QC
Metal Original DUP RPD Limits Original MS HGFLWS1 % Rec Limits
Mercury 0.0 0.0 NC 0-20 0.0 0.029 0.030 96.7 80-120
Associated samples MP22222: F89948-1

page 1
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MATRIX SPIKE AND DUPLICATE RESULTS SUMMARY

Login Number: F89948
Account: CASNCNB - Craven Ag Services, Inc
Project: Alliance One; Wilson, NC

QC Batch ID: MP22222

Methods: SW846 7470A
Matrix Type: LEACHATE

Units: mg/l

Prep Date: 02/08/12
F89948-1 Spikelot MsSD QcC

Metal Original MSD HGFLWS1 % Rec RPD Limit

Mercury 0.0 0.028 0.030 93.3 3.5 20

Associated samples MP22222: FB89948-1

Results < IDL are shown as zero for calculation purposes
{*) Outside of QC limits

(N) Matrix Spike Rec. outside of QC limits

{anr} Analyte not requested

Page 2
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SPIKE BLANK AND LAB CONTROL SAMPLE SUMMARY

Login Number: F89948
Account: CASNCNB - Craven Ag Services, Inc
Project: Alliance Cne; Wilson, NC

QC Batch ID: MP22222
Matrix Type: LEACHATE

Methods: SW846 7470A
Units: mg/l

Prep Date: 02/08/12 02/08/12

BSP Spikelot QcC BSP Spikelot QC
Metal Result HGFLWS1 % Rec Limits Result HGFLWS1 % Rec Limits
Mercury 0.0031 0.0030 103.3 80-120 0.031 0.030 103.3 80-120

Associated samples MP22222: F89948-1

Results < IDL are shown as zero for calculation purposes
{*) Outside of QC limits
(anr) Analyte not requested

Page 1
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OC Batch ID:

MP22222

SPIKE BLANK AND LAB CONTROL SAMPLE SUMMARY

Login Number: F89948
Account: CASNCNB -~ Craven Ag Services,
Project: Alliance One; Wilson, NC

Inc

Methods: SW846 7470A
Matrix Type: LEACHATE Units: mg/1
Prep Date: 02/08/12
BSP Spikelot foled
Metal Result HGFLWS1 % Rec Limits
Mercury 0.030 0.030 100.0 80~-120

Associated samples MP22222: F89948-1

Results < IDL are shown as zero for calculation purposes

{(*) Outside of QC limits

(anr) Analyte not requested

Page 2
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SERIAL DILUTION RESULTS SUMMARY

Login Number: F89948
Account: CASNCNB - Craven Ag Services, Inc
Project: Alliance One; Wilson, NC

QC Batch ID: MP22222

Methods: SWB46 7470A
Matrix Type: LEACHATE

Units: ung/l

Prep Date: 02/08/12
FBY94B-1 oc

Metal Original SDL 1:5 &DIF Limits

Mercury 0.00 0.00 NC 0-10

Associated samples MP22222: F89948-1

Results < IDL are shown as zero for calculation purposes
(*) Ountside of QC limits
(anr) Analyte not requested

Page 1
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